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Our work (190 keV, 24 keV)
Foster and Reynik
Lodding
Mathiak et al.
Carreri, Paoletti & Vincentini, 1.6/0.8 mm dia.
Ogloblya, Lozovoi & Chumakov, 0.5 mm dia.
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Self-diffusivity of Indium vs. Temperature
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